
Delivery: _______________________________________

Terms of Payment: _______________________________

It is the Vendor's responsibility to check and download any and all addenda from the RIVIP. This offer may not be considered unless a signed
RIVIP generated Bidder Certification Cover Form is attached and the Unit Price column is completed. The signed Certification Cover Form must
be attached to the front of the offer
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STATE OF RHODE ISLAND AND PROVIDENCE PLANTATIONS
ONE CAPITOL HILL
PROVIDENCE RI 02908

CREATION DATE :     13-FEB-07

BID NUMBER:     7003237
TITLE:       TWILL, FIRST QUALITY - COLOR, NAVY   D.O.C.

BUYER:
PHONE #:

Cowell Jr, John A 
401-222-2142 BID CLOSING DATE AND TIME:08-MAR-2007 11:15:00
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DOC CORRECTIONAL INDUSTRIES
33 POWER ROAD
CRANSTON, RI 02920
US
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DOC CORRECTIONAL INDUSTRIES
33 POWER ROAD
CRANSTON, RI 02920
US

Requistion Number: 1031306

Line Description Quantity Unit Unit 
Price

Total

1 FIRST QUALITY TWILL, COLOR - NAVY
Line Note to Bidders: 
BRAND:______________________________

STOCK #:_____________________________

DETAILED SPECIFICATIONS ARE ATTACHED.
(UNITS OF EACH INDICATE YARDS)

DAVID GAMBA
401-462-1443

RI DEPTARTMENT OF CORRECTIONS
JOHN J. MORAN FACILITY - MEDIUM 
SECURITY
GARMENT SHOP
WEST ROAD
CRANSTON, RI

HOURS:  8:00 A.M. - 9:45 A.M. AND 12:30 P.M. 
- 1:30 P.M.

15,000.00 Each



SPECIFICATIONS FOR FABRIC BID 
 
FIRST QUALITY TWILL 
 
CONTENT:  65% POLYESTER/35% COTTON 
 
WIDTH:  60” 
 
WEIGHT:  7.2 oz. TO 7.5 oz. 
 
MINIMUM WEIGHT ACCEPTED:  7.2 oz. SQUARE YARD AFTER 
FINISHING. 
 
CONSTRUCTION:    85 X 42 
 
DYE METHOD:  4A VAT DYED (NO SULPHUR OR PIECED DYED) 
 
AATCC TEST METHOD 61 - 4A 
 
SHRINKAGE:  NOT TO EXCEED 2% TO 3% 
 
PUT-UP:   INDIVIDUAL ROLLS WRAPPED IN PLASTIC, 150 YDS. 
PER ROLL – SHORT ROLLS NOT TO EXCEED 5% OF SHIPMENT 
 
PROOF OF GREIGE MILL PROVIDED TO VERIFY WEIGHT, 
CONTENT, AND WIDTH PRIOR TO FINISHING. 
 
COLOR:  NAVY 
 
TOTAL YARDS:  15,000 
 
AWARDEE TO MATCH EXISTING INVENTORY 
 
¼ YARD HEAD-END SENT PRIOR TO SHIPPING FOR APPROVAL. 
 
SHIPMENTS:  15,000 YARDS TO BE DELIVERED ALL AT ONE 
TIME.  ALL COLOR LOTS TO MATCH.  2,000 YARDS MINIMUM.  
 



(CONTINUED) 
 
 

TESTING 
 
 

1. FIBER IDENTIFICATION (TWO FABRIC BLEND) 
 

2. COLORFASTNESS TO LAUNDERING 61 - 4A 
 

3. FABRIC WEIGHT AFTER FINISHING. 
 
 
ALL LOTS TO BE TESTED BY VARTEST LABORATORIES, INC., 
NEW YORK, NY.  RESULTS TO BE SENT TO RHODE ISLAND 
CORRECTIONAL INDUSTRIES. 
 
¼ YARDS HEAD-ENDS SENT TO CORRECTIONAL INDUSTRIES 
PRIOR TO APPROVAL.  LOTS SENT TO CORRECTIONAL 
INDUSTRIES.  CORRECTIONAL INDUSTRIES WILL SEND 
PRODUCTION SAMPLES OUT FOR TESTING AT A COST TO 
VENDOR OF APPROXIMATELY $480 PER 5,000 YARD LOTS. 
 
IF ANY TEST DURING THE DURATION OF BLANKET PERIOD 
SHOWS INFERIOR PRODUCT, THE AWARD WILL 
AUTOMATICALLY BE CANCELLED. 
 
 
 

PRICE TO INCLUDE SHIPPING AND 
HANDLING. 
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Terms and Conditions

BID STANDARD TERMS AND CONDITIONS

TERMS AND CONDITIONS FOR THIS BID

 

PAYMENT AFTER FULL VENDOR PERFORMANCE

PAYMENT SHALL NOT BE MADE UNTIL DELIVERY HAS BEEN MADE, OR SERVICES 
PERFORMED, IN FULL, AND ACCEPTED, UNLESS EXPRESSLY PROVIDED FOR HEREIN UPON 
THE RENDERING OF A PROPERLY SUBMITTED INVOICE. 


